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단위
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■

1) ASTM Type IV dumbbells diecut from injection molded slab 2mm thick. Crosshead speed 50mm/min.
2) Differential Scanning Calorimeter(DSC), peak of endotherm. Heating rate 10℃/min.
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1) ASTM Type IV dumbbells diecut from injection molded slab 2mm thick. Crosshead speed 50mm/min.
2) Differential Scanning Calorimeter(DSC), peak of endotherm. Heating rate 10℃/min.
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